ENGINEERED PRODUCT SOLUTIONS
FIRE SPECIFICATIONS

| Acrovyn® Saratoga®

TEST STANDARD
UL-723 (ASTM E84)

FIRE PERFORMANCE CHARACTERISTICS
Flame Spread 75
Smoke Developed 350

UL® DIRECTORY REFERENCE

+Building Materials Directory (Most Current Year)
«Prefinished Wood Particleboard (BXNW)

*UL File Number R14231

NATIONAL CODE REFERENCE MATERIAL
RATING

* International Building Code = Class B

« Life Safety Code (Sec. 6-5.2) = Class B

« BOCA (Sec. 803.4) = Class 2

« Standard Building Code (Sec. 803.2) = Class B

* Uniform Building Code (Sec. 801) = Class 2

RESTRICTIONS N/A

UL MARKING (LABEL)
«1 label per sample.

\‘SS'FI& PREFINISHED WOOD PARTICLEBOARD
Q o SURFACE BURNING CHARACTERISTICS
96X1
Saratoga Trim Series
Acrovyn Side'  MDF Side’

Flame Spread 5-257 0
Smoke Development 15-552 45-90

" Tested in one 12-inch wide board on center covering 67-percent of
the exposed test area.

? Flame spread and smoke developed recorded while material
remained in the original test position. Ignition of molten residue on
the furnace floor resulted in flame travel equivalent to calculated
flame spread index of 70 and smoke developed index of 350.
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Note: A UL label means the certified products are included in a yearly follow up/audit program so UL can determine that the
company continues to provide products meeting appropriate requirements.
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